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ABSTRACT 

The underground Troya mine (The Basque Country) exploited a sulphide ore body located in a karstic aquifer. 
To exploit the ore the potentiometric level was depressed from an elevation of 435 m.a.s.l. to 190 m.a.s.l., and 
the spring that had drained the aquifer up to that moment dried up. After the mine was abandoned in 1993, 
groundwater level recovery began; in 1995, with the potentiometric level at 335 m.a.s.l., water started to flow 
out from the North Ad it, which is the mine access of lowest elevation. The discharging water has a high SO 4 

content and noticeable dissolved metals, principally Fe and Zn, although the pH is neutral. Water pollution is 
caused by the oxidation of pyrite and marcasite; this process takes place when the ore minerals are in contact with 
both air and water in a zone where the mine rooms are partially flooded. The acidity generated by pyrite oxidation 
is neutralised by calcite dissolution and C0

2 
exsolution. During a two-year period (1995-1997) the mine water 

ouiflowed directly to Gesala creek, where the fish population was eliminated due principally to ochre precipitation 
and the presence of toxic metals. As of June 1997, the mine water has been diverted to the old tailings pond of the 
Troya mine, and now the water entering the creek is pond overflow. The tailings pond is functioning as an aerobic 
wetland where the dissolved Fe is oxidized and precipitates as Fe(OH)3; other metals such as Zn and Mn 
coprecipitate or are adsorbed on Fe(OH)

3
• The fish population in Gesala creek has been recovered. 

INTRODUCTION 

The selection of an appropriate schedule for the treatment 
of mine influenced waters depends mainly on the flow and quality of 
the water to be treated, the determining physical factors of the area, 
the economic resources available and the final water quality desi
red. Technical speaking, a difference is generally made between 
chemical (or active) treatment and passive treatment, in principle, 
passive treatment offers lower-cost maintenance compared with 
active treatment, but if the flow-rate is high, the land-take needed 
for passive treatment is enormous. For example, one of the passive 
treatments for acid mine waters, in principal, involves increasing the 
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water's alkaline concentration by using anoxic limestone drains, 
and later using settling ponds and aerobic wetlands, where the iron 
hydroxide is precipitated (Kleinman, 1997). The rate of Fe and Mn 
removal in aerobic wetlands are around 10 - 20 g Fe d·1m·2 and 
0.5 - 1.0 g Mn d·1m·2. Mn is not removed until Fe concentrations 
are very low; therefore, the size required for an effective wetland is 
the sum of the areas needed for both Fe and Mn removal (Watzlaf 
and Hyman, 1995). In a constructed wetland, average removal of 
iron was 4. 76 g Fe d·1 m·2 (Mitsch and Wise, 1998). 

On the other hand, tailings ponds tend to be a source of 
acid water contamination; one of the methods to control acid 
water generation in the tailings ponds is to avoid the oxidation of 
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pyritic material by inundating the pond and preventing oxygen 
contact with pyrite (Kleinman, 1997). An example of the absence 
of pyrite oxidation in a saturated tailings pond can be found in 
Boulet and Larocque (1998). This article will describe the origin 
of water contamination in the Troya mine, as well as the results 
of the use of the tailings pond for remedying the contamination. 

THE TROYA MINE AND THE TROYA 
AQUIFER 

The Troya mine is located in the province of Gipuzkoa, 
Northern Spain (Figures 1 A, B), in a mountainous area with eleva
tions ranging from 300 to 800 m.a.s.l. The mine exploited a 5 m 
thick Zn-Pb ore deposit located at the top of a limestone bed 
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(Fernandez-Martinez and Velasco, 1996). The first work on 
access to the mine was undertaken in 1976; in 1986 ore began 
to be extracted and in July 1993 the mine was shut down. After 
the mine was abandoned three types of waste products were 
left: (1) the mine cavity and the unexploited mineral; (2) the tai
lings pond; and (3) the N and S dumps, where the inert material 
from excavation of the mine entrances, along with a few metal 
sulphides, can be found. Troya is an underground mine excava
ted by means of the room-and-pillar mining technique, and con
nected to the exterior via the N and S adits. In the interior there 
are two levels of rooms connected by an inner ramp; the rooms 
in the N area are at an elevation of between 200 and 350 m, and 
those in the S lie between 362 and 392 m; the total volume of 
the cavity is 0.46 hm3. Figure 1 C shows the layout of the wor-
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Figure 1. A) Hydrogeological map of the study area. B) N-S schematic hydrogeological cross section, its location is shown in Figure 1 A. Mineralization and mine rooms thickness 
has been exaggerated, usually they are 5 m thick. C) Layout of mine workings, the mine rooms plotted in the continuous rectangle are located in the dotted rectangle. 
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kings. The original reserves were estimated at 3,700,000 t, and 
since abandoning the mine it is estimated that some 987,000 t of 
pyrite-marcasite, 355,000 t of sphalerite, 11 ,000 t of chalcopyrite 
and 18,000 t of galena remain, mostly in the pillars. 

The 200 m thick limestone bed which hosts the ore body 
lorms the karstic aquifer of Troya. This bed outcrops in the south 
area and extends to the north in the subsurface; it is confined at 
the top and the bottom by low-permeability formations (Figures 
1A, B). The aquifer is recharged by precipitation infiltration 
through the limestone outcrop and amounts to some 34 1/s, 
approximately 50% of the total precipitation (1400 mm/y). Becau
se of the activity involved in exploiting the mineralization, the 
point of discharge has changed over time. Until 1977 the aquifer 
was drained by Troy spring, located at 435 m.a.s.l. (Fernandez
Rubio et al., 1983), The spring completely dried up in 1982 when 
draining of the aquifer began. Wells located in the mine were 
pumped with an average flow of 54 1/s, and the piezometric level 
dropped to 190 m.a.s.l. (Figure 1 B). In January 1994, when pum
ping ceased, the piezometric level began to rise. In March 1995, 
when the piezometric level reached around 335 m.a.s.l., the 
water started flowing out of the N adit, which is the mine access 
of lowest elevation. Taking into account the current piezometric 
level, it is assumed that the majority of the rooms in the mine's N 
area are flooded, but between the 335 and 340 m level, some 
rooms contain both air and water (Figure 1 C). 
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Figure 2. Evolution of S04, Ca, and dissolved Fe and Zn in the North adit outflow. 
Note that logarithmic scale has been used for Fe and Zn. 
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ORIGIN OF POLLUTION AT TROYA MINE 

The N adit outflow has been the main source of pollution at 
the abandoned mine. In 1976, prior to draining the mine, the Troy 
spring water was used for urban water supply. Between 1983 and 
1993, the pumped water continued being used for urban supply alt
hough SO 4 concentration increased until reaching 300 mg/1. 
Presently, the water flowing from the N adit contains more than 
1,000 mg/1 of S04 and dissolved metals (Table 1). In March 1995, 
when this water reached Gesala creek (Figures 1 A, 3A), the creek's 
entire fish population was eliminated (lzco et al., 1996), due to the 
high presence of toxic metals, such as AI and Zn, and the precipita
tion of Fe hydroxides in the river bed. 

The N adit water comes from the aquifer and circulates 
through the mine rooms. Its chemical composition is the result of 
the oxidation of pyrite, marcasite and of other sulphides in the 
mine rooms where ore is in contact with air and water. The aci
dity resulting from the oxidation of pyrite is neutralised by dissolu
tion of calcite and dolomite (reaching gypsum saturation), and by 
C02 exsolution (Webb and Sasowsky, 1994). Subsequently, as 
the water makes its way to the N adit, all of the 02 is consumed, 
as the discharging water contains dissolved NH4, originating from 
N03 reduction and dissolved Fe, Zn and other metals. A hydro
chemical balance performed for the first 28 months of the N adit 
outflow (lribar et al., 1999), shows that during the period of the 
balance 2,100 t of pyrite were oxidised, 2,900 t of calcite were 
dissolved and 1 ,600 t of Fe(OH) 31s) were precipitated. The 
amount of pyrite oxidised is 20% of the pyrite per m in the 335-
340 m vertical, which is the zone where the oxidation is assumed 
to be produced, but it is only 0.3% of the submerged pyrite. Oxy
gen consumption is equal to 8,420 m3/d of air, suggesting there is 
significant air circulation in the rooms; the entrance of air is possi
ble through the limestone outcrop (Figure 1 B). 

Since 1995, the following chemical changes have been 
observed in the water flowing from the N adit (Figure 2). The 
S04 and metal content has decreased, this may have been the 
result of the diminishing ore supply in the area of the pyrite oxi
dation, or of the precipitation of Fe hydroxides on the pyrite sur
face, which forms a barrier which prevents the diffusion of 02, 

and continually slows down the rate of oxidation (Nicholson et 
al., 1990). The evolution of calcium content was similar to that 
of S04, suggesting that calcite dissolution follows pyrite oxida
tion. The concentration of Fe, Zn, Ni, Mn, AI and NH4 dropped 
rapidly in the first months after water began flowing through the 
N adit. This was the first flush (Banks et al., 1997), in which the 
sulphate hydrate crusts formed on the mine walls were washed. 

The possibility of plugging up the N and S adits in order 
to raise the piezometric level to 435 m has been considered. 
This action could restore the Troya spring, completely flood the 
mine chambers and avoid mineral-water-oxygen contact, but in 
addition to plugging up costs, there are 15 mining exploration 
boreholes below the 435 m level, and water would flow from 
them causing additional problems, such as landslides. 
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Before diverting to the pond (26 May, 1997) After diverting to the pond (26 May, 1997) 

N adit Canal Tailings Gesala N adit Canal Tailings Pond's Gesala 
pond "'' creek pond filtrations llllldliUII:> 

PH 6.7 7.9 7.6 7.7 7.9 6.7 7.9 8.1 7.7 

HC0
3

- 358 297 54 110 269 361 315 211 130 

Cl- 18 15 22 56 20 14 15 17 41 

sot 1440 1360 631 755 1300 1150 1180 944 897 

Ca2• 578 522 234 307 521 510 505 397 360 
Mg2• 69 65 24 21 61 45 47 38 33 

Na+ 22 20 11 41 22 28 23 25 45 

NH/ 0.94 0.74 0.21 0.03 0.69 0.54 0.42 0.13 0.01 

Fe 41 25 0.32 0.04 24 21 13 0.57 0.03 
Mn 0.88 0.83 0.81 0.02 0.81 0.50 0.46 0.25 0.02 
Zn 1.94 2.70 8.30 0.04 2.35 0.61 0.95 0.28 0.03 
Ni 0.034 0.028 0.006 0.030 0.021 0.018 0.015 0.008 

Table 1. Water quality (median values in mg/1) in the Troya system. Metal data are from unfiltered acidified samples. Sampling points are shown in Figure 3A. 
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Figure 3. A) Location of the tailings pond and sampling points. B and C) Evolution of 
804 in the canal, tailings pond and pond's filtrations. Temporal scale in Figure 38 is 

broader than in Figure 3C. 566 

THE TAILINGS POND AT TROYA MINE 

The mineral extracted from the Troya mine was crushed 
and ground and the mineral values of Pb and Zn were separated 
in a flotation plant. The tailings from this treatment went to a 
pond located in the Gesala creek valley (Figure 3A). The ponds 
retaining dam has a clay core with rock riprap surface protection: 
maximum tailing height is 30 m, and the pond has a total capa
city of 1,050,000 m3. Owing to the fact that the mine was closed 
earlier than planned, 350,000 m3 of the pond remain unfilled. 
therefore leaving a pool covering 50,500 m2 of surface area and 
6 m deep. In order to build the pond, Gesala creek was diverted 
through a canal which drains a surface area of 0.63 km2 plus 
receiving water from the N adit. The pond, in addition to direct 
precipitation, drains a surface area of 0.18 km2. The filtrations at 
the dam appear at its foot with an average flow of 7 1/s. 

Up until May 26, 1997 the canal led directly to Gesala 
creek. Since May 26, 1997 the canal water (and hence the N 
adit water) has been diverted to the tailings pond to take advan
tage of its purifying capacity, and the water flowing into Gesala 
creek is pond overflow. This action has changed the pond 
water's residence time: before diverting the canal to the pond, 
residence time was approximately two years; following the diver
sion, residence time dropped to three months. 

The tailings are composed basically of pyrite, with a sig
nificant metals content (Fe, Zn, Pb, Cu, As, Mn, Ni, Cd, Cr and 
Hg). Most of the tailings are submerged, but due to the fact thai 
the tailings were dumped at the tail of the reservoir, a tailing~ 
delta was formed above the water level of the pond in that arec: 
(Figure 3); presently this "delta" is covered with inert revegeta
ted soil. 
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RESULTS 

Since 1993, the Diputaci6n Foral de Gipuzkoa (Provin
cial Government) has taken samples in the Troya water system. 
The location of the sampling points and their results can be 
seen in Figures 3 and 4 and in Table 1. 

Since 75% of the water flowing through the canal comes 
lrom the N adit, the hydrochemistry at both sampling points is 
similar. The Fe content is somewhat inferior in the canal, as part 
ol it precipates and settles between the N adit and the sampling 
point; however, the precipitation of hydroxides is a relatively 
slow process (Brooshears et al., 1996; Grund I and Delwiche, 
1993) and the Fe concentration in the canal is important. 

Before the water from the canal was diverted into the 
pond, the pond water had a relatively high metal content, espe
cially Zn and Mn, although a low Fe content. The origin of the 
metals in the pond might be explained by the oxidation of the 
tailings located above the pond's water level, or by the dumping 
ol the flotation plant in operation until mid-1993. Any dissolved 
Fe would rapidly precipitate in the pond. When the canal water 
was diverted to the pond it renewed the pond water in a period 
olfive months as is shown by the concentration of S04 (Figure 3). 
Now, the dissolved Fe in the canal water effectively precipitates 
in the pond. The pond water is mixed and there is no noticeable 
stratification; the dissolved 0 2 is close to saturation level, the 
pH has risen to 8.1, and there has been a notable ongoing drop 
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Figure 4. Evolution of Zn and Mn in the canal and the tailings pond. Note that 
logarithmic scale has been used for Zn and normal scale for Mn. 
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in concentrations of Mn, Ni, and particularly of Zn (Figure 4) in 
the tailings pond water. Unlike the evolution of SO 4 in the 
pond, the drop in the concentration of Zn and Mn was seen 
almost immediately. Moreover, the concentration of these 
metals in the pond is less than the canal water and less than 
that of the water previously found in the pond. The dilution 
mechanism is not enough to explain this decline, although it 
may be due to the fact that these metals coprecipitate and are 
adsorped with the precipitated goethite (McGregor et al., 1998). 

In addition to pond overflow, the other contribution to 
Gesala creek is pond filtration. The evolution of the S04 content 
in the filtrations indicated that the main contribution of the filtra
tions comes from the pond water, and that the average residen
ce time of the interstitial water of the submerged tailings is on 
the order of one month. The principal differences in the chemical 
quality between the pond water and the filtration water are: (1) 
the filtration water has a higher concentration of Cl and Na, and 
(2) the metal content (Zn, Mn, Ni and Fe) is much lower in the fil
trations. The increase in Cl and Na concentration may be due to 
the existence of a small saline spring located below the pond, as 
'Gesala' is the Basque word for brine. The low metal content in 
the filtrations might be explained by their absorption by the orga
nic material found on the surface of the pond sediments. 

Since the time the water in the N adit was diverted into 
the pond, the quality of the water that reaches Gesala creek 
(pond overflow instead of N adit water) has improved, and recu
peration of water quality in Gesala creek has been significant 
(Tables 1, 2). The concentration of metals decreased and the 
ochre accumulated in the river bed has disappeared, washed 
away by floods. In terms of fish life, in Gesala creek, which had 
been home to an important population of Phoxinus-phoxinus, 
the fish population was virtually eliminated in 1995, in 1997, 
following diversion of water to the tailings pond, recuperation 
was substantial. 

Any action for remedying water contamination in aban
doned mines should take the entire mining installation into 
account, including mine rooms, mine refuse and tailings ponds. 
In the case of Troya, the necessary surface area of an aerobic 
wetland for treating the water from the N adit (maximum flow of 
80 1/s, and 20 mg/1 of dissolved Fe) would have been almost 
14,000 m2. The use of the tailings pond as an aerobic wetland 

Table 2.· Biological impact of mine water in Gesala creek. 
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has not only been an inexpensive passive treatment system, 
but the addition of water from the N ad it to the pond has enhan
ced the pond's water quality. 
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